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Certificate of Quality

H 5% HIADATE:  2024-4-19
Pt | B IS IEE5UM-4-170M VACUUM |7~ fhilt 5
Pr Name: FILM Batch no. 20240319
TR - R, v
Customer lelteq liability CS %M%’ﬁlf. T65umWAmL, 170m (63%)
Name Composites Qty and spec.
o W 45 B Test results
FE I H HOARER (Rl E=E S Z bR
K Inspection Items Specifications Testing Result Standard
AL, FoL
VKL KA B BHEAR
L fAR{EREE i There must be
1 ﬁl\}% Appearance no sputum, perforation, water 4% 0K HillVisual
marks, streaks, gluten, poor
plasticization, fish eye
stiffness, etc.
EY/EEN (0
2 fjflﬂé COLOR Transparent / translucent éj‘% 0K EMUVlSUal
(yellow)
3 JEFEThickness, mm 0. 06-0. 07 0.07 ASTM F2251
4 i EWidth, m 3.95-4.05 4 ASTM D 3774 option A
BRI Tensile strength —
5 Longi tudinal, Mpa =40 43.7 ASTM D882
g |MFEEBATensile strength =140 41.6 ASTM D882
lateral, Mpa - :
7 iif#E Heat resistance, 120°C =120 120 Internal SBT standard
8 Wi firc#E Longat on at =300 556 ASTM D882
break, % -
9 W45 #Shrinkage, % <2 0.73 ASTM D1204
RUFIRE &R Good
10 FE B4 Adhesion adhesion to sealant KIF 0K Internal SBT standard
tape
4 ik o Zx$§
Conclusion: = 53

R WExamination: m ﬁﬁ %l}
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